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CERTIFICATE OF ANALYSIS
Date: JUL. 10, 2018
Contract No: AH128-2018
PUROLITE ION EXCHANGE RESIN A400CL
BATCH NO 5507U0/07/18
Quantity 120 BAGS
Total capacity eq/I 1.33
Cl
Moisture Content 51.0
Cl
Whole bead 99. 2
Partic | <0.300 mm NIL
le >1.200 mm NIL
size
Uniformity Coefficient 1.7
Specific Gravity 1. 08
Shipping weight g/1 700
Temperature Limit 100°C

TESTER :

REF NO: HY207613




